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derived petroleum wax is permitted in
subchapter B of this chapter as a com-
ponent of articles intended to contact
food, provided that the synthetic petro-
leum wax meets the definition and
specifications prescribed in § 172.888 of
this chapter.

§ 178.3725 Pigment dispersants.

Subject to the provisions of this reg-
ulation, the substances listed in this
section may be safely used as pigment
dispersants in food-contact materials.

Substances Limitations

Phosphorylated tall oil fatty acids (CAS Reg. No. 68604–99–9),
prepared by the reaction of dimethyl hydrogen phosphite with
tall oil fatty acids.

For use only at levels not to exceed 1.0 percent by weight of
the pigment. The pigmented polymeric films may contact all
food under conditions of use D, E, F, and G described in
table 2 of § 176.170(c) of this chapter.

[61 FR 43157, Aug. 21, 1996]

§ 178.3730 Piperonyl butoxide and
pyrethrins as components of bags.

Piperonyl butoxide in combination
with pyrethrins may be safely used for
insect control on bags that are in-
tended for use in contact with dried
feed in compliance with §§ 561.310 and
561.340 of this chapter, or that are in-
tended for use in contact with dried
food in compliance with §§ 193.60 and
193.390 of this chapter.

§ 178.3740 Plasticizers in polymeric
substances.

Subject to the provisions of this reg-
ulation, the substances listed in para-
graph (b) of this section may be safely
used as plasticizers in polymeric sub-
stances used in the manufacture of ar-
ticles or components of articles in-
tended for use in producing, manufac-
turing, packing, processing, preparing,
treating, packaging, transporting, or
holding food.

(a) The quantity used shall not ex-
ceed the amount reasonably required
to accomplish the intended technical
effect.

(b) List of substances:

Substances Limitations

Butylbenzyl phthalate .............................................. For use only:
1. As provided in §§ 175.105 and 176.180 of this chapter.
2. In polymeric substances used in food-contact articles complying with

§ 175.300, § 175.320, or § 176.170 of this chapter: Provided, That the
butyl benzyl phthalate contains not more than 1 percent by weight of
dibenzyl phthalate.

3. In polymeric substances used in other permitted food-contact articles:
Provided, That the butyl benzyl phthalate contains not more than 1 per-
cent by weight of dibenzyl phthalate; and Provided further, That the fin-
ished food-contact article, when extracted with the solvent or solvents
characterizing the type of food and under the conditions of time and tem-
perature characterizing the conditions of its intended use as determined
from tables 1 and 2 of § 175.300(d) of this chapter, shall yield net chloro-
form-soluble extractives not to exceed 0.5 mg. per square inch, as deter-
mined by the methods prescribed in § 175.300(e) of this chapter.

1,3-Butylene glycoladipic acid polyester (1,700–
2,200 molecular weight) terminated with a 16
percent by weight mixture of myristic, palmitic,
and stearic acids.

For use at levels not exceeding 33 percent by weight of polyvinyl chloride
homopolymers used in contact with food (except foods that contain more
than 8 percent of alcohol) at temperatures not to exceed room tempera-
ture. The average thickness of such homopolymers in the form in which
they contact food shall not exceed 0.004 inch.
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